
Geochemical
Lab Report

Bondar-Ciegg, Inc.
1298(trvesrte<3ir Dr.

Lakewood, Colorado 80228

(303)989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32394.4 ( COMPLETE ) REFERENCE INFO: 0-145

CLIENT: BROHM MINING CORP. SUBMITTED BY: J, BARRON
PROJECT: R89-624 DATE PRINTED: 15-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 29 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 29 2 -150 29 Assay Prep 29
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
1298 . Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR·CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32394.4 C COl'IPLETE l 

CLIEHT: BROHi'! l'IIHING CORP. 
PROJECT: R89-624 

ORDER 

1 Au 

SAl'IPLE TYPES 

D DRILL CORE 

Gold 

NUl'IBER 

29 

REl'IARKS: Final results a·re reported. 

REPORT COPIES TO: MR, Jil'I BARRON 
l'IR. Jil'I BARRON 

NUl'IBER OF LOWER 
ANALYSES DETECTION Lil'IIT EXTRACTION 

29 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

29 

REFEREHCE IHFO: 0-145 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 15-NOV-89 

l'IETHOD 

Fire Assay 

SAl'IPLE PREPARATIONS NUl'IBER 

Assay Prep 
Sa•ple Pickup 

29 
1 

INVOICE TO: l'IR. JIM BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980*'AestCcAr Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-3239A.4
DATE PRINTED: 15-N0V-89_ _ _ _ _ _ _ _ _ _ _
PROJECT: R89-&24 PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

BE R89-824-0-5 <0.002
02 R89-624-5-10 0.006
02 R89-624-10-15 0.002
02 R89-624-15-20 0.003
02 R89-&24-20-25 0.005

B2 R89-624-25-30 0.004
D2 R89-624-30-35 0.006
02 R89-624-35-40 0.005
D2 R89-824-40-45 0.003
D2 R89-624-45-50 0.003

D2 R89-624-50-55 0.004
02 R89-624-55-60 0.008
02 R89-624-60-65 0.008
02 R89-624-65-70 0.009
02 R89-624-70-75 0.014

02 R89-624-75-80 0.007
02 R89-624-80-85 0.006
02 R89-624-85-90 0.005
02 R89-624-90-95 0.003
02 R89-624-95-100 0.004

02 R89-624-100-105 0.009
02 R89-624-105-110 0.009
02 R89-624-110-115 0.004
02 R89-624-115-120 0.007
02 R89-624-120-125 0.006

02 R89-624-125-130 0.009
02 R89-624-130-135 0.016
02 R89-624-135-140 0.006
02 R89-624-140-145 0.007

Bondar-Clegg, Inc. 
129 ~t-C . Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32394.4 

SAPIPLE ELEPIEHT 
NUPIBER UNITS 

D2 R89-624-0-5 
D2 R89-624-5-10 
D2 R89-624-10-15 
02 R89-624-15-20 
D2 R89-624-20-25 

02 R89-624-25-30 
D2 R89-624-30-35 
02 R89-624-35-40 
02 R89-624-40-45 
02 R89-624-45-50 

02 R89-624-S0-55 
02 R89-624-55-60 
D2 R89-624-60-65 
D2 R89-624-65-70 
D2 R89-624-70-75 

D2 R89-624-75-80 
D2 R89-624-80-85 
D2 R89-624-85-90 
D2 R89-624-90-95 
D2 R89-624-95-100 

D2 R89-624-100-105 
D2 R89-624-105-110 
02 R89-624-110-115 
D2 R89-624-115-120 
02 R89-624-120-125 

02 R89-624-125-130 
D2 R89-624-130-135 
02 R89-624-135-140 
D2 R89-624-140-145 

Au 
OPT 

(0.002 
0.006 
0.002 
0.003 
0.005 

0.004 
0.006 
0.005 
0.003 
0.003 

0.004 
0,008 
0.008 
0.009 
0.014 

0.007 
0.006 
0.005 
0.003 
0.004 

0.009 
0.009 
0.004 
0.007 
0.006 

0.009 
0.016 
0.006 
0.007 

BC 
BONDAR·CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
DATE PRINTED: 15-NOV-89 

I PROJECT: R89-624 

Geochemical 
Lab Report 

PAGE 1 



BONDAR-CLEGG

Bondar-Clegg, lne.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BRGHM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD, SD 
57732

2 9 A n a 1 y s e s o f (3 o 1 d 
Subtotal

Invoice DOIS102, Page 1

Date 2 SI-M0V-89

ft e p o f t. M o 2 D89-32 39A.. A 
Pro.R89 -624 

f Ref e </enc#'>.,Ij. ; 4'

v l^55v*’-; •<“*
•- .»•

------------------------
, *«r*^ 

at“'^'7.eOy(^ $ S0'3i.^O , ,

%--4208. OO it 208.00

S a m p .1 e P r e p a r a t i o n
£9 Samples of Assay Prep 

1 Sample of Sample Pickup 
Subtotal

at it 3.00 * 87.00
at $12.00 H IS.00

$ 99.00 $ 99.00

I'liscel 1 aneous Charges
4% 8.D. state sales tax 
2% Deadwood city sales tax 

Subtotal

% 3.96
% 1.98
$ 5.94 $ 5.94

Invoice Totals ♦ 307.94 U.8.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Bc-
BONDAR-Cl.EGG 

IHWH i l'I HI il'IG C(Jf 
1•11~. J 11'1 , lRf 'Ull 
r. u. ~ox +tj• 

DE AI 1 WOOI , ~>D 
, I I 32 

cl':& nn,:\ l Y' I . f ·t 'J ) .t 
( 11 bt l) l J 

"mplc 
.'l c~, m <.I 

I. q ,rnp I c• I ( 1-

Mt ( •1 1 ltf')I 

t~ c,. I 

" . ' 

J 

\ l • 

I l c, 

'"' •• ,,. ~J . ,; • 

. ....... 
l ' . ..,. t ,0 ) :Ii t ) , t "· ' I J 

ll 

t 
L • . 

l ( 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 WcsfcCedar Dr.

Uakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32398.4 ( COMPLETE ) REFERENCE INFO: 145-405

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-G24 DATE PRINTED: 15-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 58 0.008 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 58 8 -150 58 Assay Prep 58
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 )M I Cedar Dr. 
. ewood, Colorado 80228 

(303) 989-1404 BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DJ\'JSION OF INCHCAPE INSPECTIO;\J &. TESTI\JG SERVICES 

REPORT: D89-32398.4 ( CONPLETE l 

CLIENT: BROHN NIH HG CORP. 
PROJECT: R89-624 

ORDER 

1 Au 

ELENEHT 

Gold 

SANPLE TYPES 

D DRILL CORE 

HUNBER 

52 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR, JIN BARROM 
NR. JIN BARROM 

MUNBER OF LOWER 
ANALYSES DETEC ION LINIT EXTRACTION 

52 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

52 

REFERENCE INFO: 145-405 

SUBNITTED BY: J, BARROM 
DATE PRINTED: 15-HOV-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS MUNBER 

Assay Prep 
Sa1ple Pickup 

52 
1 

INVOICE TO: NR. JIN BARROM 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 We^Cedar Dr.

Iittkewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 15-N0V-89

REPORT: D89-32398.4 PROJECT: R89-624 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

1)2 R89-624-145-150 0.004 D2 R89-624-345-350 0.005
D2 R89-624-150-155 0.005 D2 R89-624-350-355 0.006
02 R89-624-155-160 0.009 D2 R89-624-355-360 0.005
D2 R89-624-160-165 0.010 02 R89-624-360-365 0.007
02 R89-624-165-170 0.007 D2 R89-624-365-370 0.006

D2 R89-624-170-175 0.008 D2 R89-624-370-375 0.009
D2 R89-624-175-180 0.008 D2 R89-624-375-380 0.006
02 R89-624-180-185 0.007 02 R89-624-380-385 0.040
02 R89-624-185-190 0.004 02 R89-624-385-390 0.005
D2 R89-624-190-195 0.005 02 R89-624-390-395 0.004

02 R89-624-220-225 0.012
02 R89-624-225-230 0.012
02 R89-624-230-235 0.012
02 R89-624-235-240 0.015
02 R89-624-240-245 0.014

02 R89-624-245-250 0.007
02 R89-624-250-255 0.009
02 R89-624-255-260 0.011
02 R89-624-260-265 0.008
02 R89-624-265-270 0.012

02 R89-624-270-275 0.009
02 R89-624-275-280 0.011
02 R89-624-280-285 0.004
02 R89-624-285-290 0.006
02 R89-624-290-295 0.006

02 R89-624-295-300 0.008
02 R89-624-300-305 0.010
02 R89-624-305-310 (0.002
02 R89-624-310-315 0.002
02 R89-624-315-320 0.002

02 R89-624-320-325 0.035
02 R83-624-325-330 (0.002
02 R89-624-330-335 0.010
02 R89-624-335-340 0.007
02 R89-624-340-345 0.009

Bondar-Clegg, Inc. 
12980 ~ . edar Dr. 
b .ewood, Colorado 80228 
(303) 989-1404 

,. 

REPORT: D89-32398.4 

SAl'IPLE ELEl'IENT 
NUl'IBER UNITS 

D2 R89-624-145-150 
D2 R89-624-150-155 
D2 R89-624-155-160 
D2 R89-624-160-165 
D2 R89-624-165-170 

D2 R89-624-170-175 
D2 R89-624-175-180 
D2 R89-624-180-185 
D2 R89-624-185-190 
D2 R89-624-190-195 

D2 R89-624-195-200 
D2 R89-624-200-205 
D2 R89-624-205-210 
D2 R89-624-210-215 
D2 R89-624-215-220 

D2 R89-624-220-225 
D2 R89-624-225-230 
D2 R89-624-230-235 
D2 R89-624-235-240 
D2 R89-624-240-245 

D2 R89-624-245-250 
D2 R89-624-250-255 
D2 R89-624-255-260 
D2 R89-624-260-265 
D2 R89-624-265-270 

D2 R89-624-270-275 
D2 R89-624-275-280 
D2 R89-624-280-28S 
D2 R89-624-285-290 
D2 R89-624-290-29S 

D2 R89-624-295-300 
D2 R89-624-300-30S 
D2 R89-624-305-310 
D2 R89-624-310-315 
D2 R89-624-315-320 

D2 R89-624-320-325 
D2 R89-624-325-330 
D2 R89-624-330-335 
D2 R89-624-335-340 
D2 R89-624-340-345 

Au 
OPT 

0.004 
0.005 
0.009 
0.010 
0.007 

0.008 
0.008 
0.007 
0.004 
0.005 

0.006 
0.009 
0.009 
0.007 
0.007 

0.012 
0.012 
0.012 
0.01 
0. 014 

0.007 
0.009 
0.011 
0.008 
0.012 

0.009 
0.011 
0.004 
0.006 
0.006 

0.008 
0.010 

(0.002 
0.002 
0.002 

0. 035 
(0.002 
0.010 
0.007 
0.009 

BC 
BO DAR-ClBiG 

A Dl\'ISION O~ I\CHCAP E: l'liSPECTION & TESTl'-JG SE:R\ ICES 
DATE PRINTED: 15-NOV-89 

I PROJECT: R89-624 

SAl'IPLE ELEl'IENT Au 
NUl'IBER UNITS OPT 

D2 R89-624-345-350 0. 005 
D2 R89-624-350-355 0.006 
D2 R89-624-355-360 0.005 
D2 R89-624-360-365 0.007 
D2 R89-624-365-370 0. 006 

D2 R89-624-370-375 0.009 
D2 R89-624-375-380 0. 006 
D2 R89-624-380-385 0.040 
D2 R89-624-385-390 0.005 
D2 R89-624-390-395 0.004 

D2 R89-624-395-400 0.008 
D2 R89-624-400-405 0.006 

Geochemical 
Lab Report 

PAGE 1 



BONOAR-CIEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

DROHt'l MINING CQRP. 
MR. JIM BARRON 
P.D. BOX 463 
DEADWOOD, SD 
S7732

Invoice s D016096, Page .1

Date

Report Nos 
Project s 
Re ferenee s

21“NOV-69

Da9-3239ft.A 
R09-624 
14 5--4 05

3 2 A n a 1 y « © s o f 0 o.!. d 
Subtotal

S a mp1e P re p a ration
32 Samples of Assay Prep 

1 Sample of Sample Pickup 
Su btota1

=ce=
1 * •: - --t" ’•

a t *• 7. QEf $ 364.00

• | Hot--364. QQ- 4> 364.00

■

at H> 3.90, *, 156.00
at *12.00' i 12.00

1. 166.00 * 166.00

M1 s e © 1.1. a n e o u s C h a r g e s
4% S.D. state sales tax 
B.% Dead wood city sales tax 

Subtotal

f> 6.72
$ 3.36
$ 10.06 * 10.06

Invoice Totals $ 542.06 U.S

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONDAR-a EGG 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Color Jo 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32600.4 ( COMPLETE ) REFERENCE INFO: 405-665

CLIENT: BR0HH MINING CORP. 
PROJECT: R89-624

SUBMITTED BY: J. BARRON 
DATE PRINTED: 17-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Sold 52 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 52 2 -150 52 Assay Prep 52
Excessive Wetness 1397
Saaple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: HR. JIM BARRON INVOICE TO: HR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakew , Color o 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF lt-.CHC ,\PL INSPECTIO\J & TESTI\JG SER\ ICES 

REPORT: 1)89-32600.4 ( cotlPLETE > 

CLIENT: BRotm "INING CORP. 
PROJECT: R89-624 

ORDER 

1 Au 

SANPLE TYPES 

D DRILL CORE 

Gold 

NUNBER 

52 

REMRKS: Final results are reported. 

REPORT COPIES TO: "R. JI" BARRON 
RH J I .. KUkPVI IN 

HIMBER OF LOWER 
AHALYSES DETECTION LI"IT EXTRACTION 

52 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUflBER 

52 

REFERENCE INFO: 405-665 

SU8"ITTED BY: J. BARRON 
DATE PRINTED: 17-NOV-89 

"ETHOD 

Fire Assay 

SA"PLE PREPARATIONS HUftBER 

Assay Prep 
Excessive Wetness 
Saaple Pickup 

52 
1397 

1 

INVOICE TO: "R. JI" BARRON 

I 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewodti, Colorado 80228

(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DftTE PRINTED; 17-H00-69

REPORT: 089-32600.4 PROJECT: R89-624 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
HUMBER UNITS OPT HUMBER UNITS OPT

02 R89-624-405-410 0.032 02 R89-624-605-610 0.008
D2 R89-624-410-415 0.004 02 R89-624-610-615 0.009
02 R89-624-415-420 0.003 02 R89-624-615-620 0.008
02 R89-624-420-425 0.020 02 R89-624-620-625 0.005
02 R89-624-425-430 0.083 02 R89-624-625-630 0.006

02 R89-624-430-435 0.039 02 R89-624-630-635 0.004
02 R89-624-435-440 0.058 02 R89-624-635-640 0.046
02 R89-624-440-445 0.008 02 R89-624-640-645 0.028
02 R89-624-445-450 0.009 02 R89-624-645-650 0.017
02 R89-624-450-455 0.005 02 R89-624-650-655 0.021

02 R89-624-455-460 0.004 02 R89-624-655-660 0.014
02 R89-624-460-465 0.005 02 R89-624-660-665 0.018
02 R89-624-465-470 0.010
02 R89-624-470-475 0.004
02 R89-624-475-480 0.003

02 R89-624-480-485 0.004
02 R89-624-485-490 0.007
02 R89-624-490-495 0.005
02 R89-624-495-500 0.004
02 R89-624-500-505 0.004

02 R89-624-505-510 0.009
02 R89-624-510-515 0.007
02 R89-624-515-520 0.004
02 R89-624-520-525 0.007
02 R89-624-525-530 0.005

02 R89-624-530-535 0.004
02 R89-624-535-540 0.004
02 R89-624-540-545 0.008
02 R89-624-545-550 0.004
02 R89-624-550-555 0.004

02 R89-624-555-560 0.004
02 R89-624-560-565 0.003
02 R89-624-565-570 0.004
02 R89-624-570-575 0.004
02 R89-624-575-580 0.006

02 R89-624-580-585 0.004
02 R89-624-585-590 0.008
02 R89-624-590-595 0.002
02 R89-624-595-600 0.007
02 R89-624-600-605 0.009

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakew , C:olo o 80228 
(303) 989-1404 

REPORT: D89-32600.4 

SMPLE ELEi.ENT 
HUIIBER UHITS 

D2 R89-624-405-410 
D2 R89-624-410-415 
D2 R89-624-415-420 
D2 R89-624-420-425 
D2 R89-624-425-430 

D2 R89-624-430-435 
D2 R89-624-435-440 
D2 R89-624-440-445 
D2 R89-624-445-450 
D2 R89-624-450-4SS 

D2 R89-624-455-460 
D2 R89-624-460-465 
D2 R89-624-465-470 
D2 R89-624-470-475 
D2 R89-624-475-480 

D2 R89-624-480-485 
D2 R89-624-485-490 
D2 R89-624-490-495 
D2 R89-624-495-500 
D2 R89-624-500-505 

D2 R89-624-505-510 
D2 R89-624-510-515 
D2 R89-624-515-520 
D2 R89-624-520-525 
D2 R89-624-525-530 

D2 R89-624-530-535 
D2 R89-624-535-540 
D2 R89-624-540-545 
D2 R89-624-545-550 
D2 R89-624-SS0-555 

D2 R89-624-555-560 
D2 R89-624-560-565 
D2 R89-624-S65-570 
D2 R89-624-570-575 
D2 R89-624-575-580 

D2 R89-624-580-585 
D2 R89-624-585-590 
D2 R89-624-590-595 
D2 R89-624-595-600 
D2 R89-624-600-605 

Au 
OPT 

0.032 
0.004 
0.003 
0.020 
o.oaa 

0.039 
0.058 
0.008 
0.009 
o.oos 

0.004 
0.005 
0.010 
0.004 
0.003 

0.004 
0.007 
0.005 
0.004 
0.004 

0,009 
0.007 
0.004 
0,007 
0,005 

0.004 
0.004 
0.008 
0.004 
0.004 

0,004 
0.003 
0.004 
0.004 
0.006 

0.004 
0.008 
0.002 
0.007 
0,009 

ec~ 
BONDAR-CLEGG 

I\ DI\ 1S10"1 or INCHCAPE INSPECTI0'-1 & TESTING SERVICES 

SA"PLE ELEIIENT 
HUIIBER UHITS 

D2 R89-624-605-610 
D2 R89-624-610-615 
D2 R89-624-615-620 
D2 R89-624-620-625 
D2 R89-624-625-630 

D2 R89-624-630-635 
D2 R89-624-635-640 
D2 R89-624-640-645 
D2 R89-624-645-650 
D2 R89-624-650-655 

D2 R89-624-655-660 
D2 R89-624-660-665 

Au 
OPT 

0,008 
0.009 
0.006 
0,005 
0.006 

0.004 
0.046 
0.028 
0.017 
0.021 

0.014 
0.018 

Geochemical 
Lab Report 

PAGE 1 
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BGNDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROUN MINING COR!'. 
MR. JIM BARRON 
P.O. BOX 465 
DEADWOOD, SD 
37738

I n v o ice s D 0 3, 6 187, P a t,j e ; 1

Date b 8i“WqV-69 ' //

Repar t Nos Dft9-38600.4 
P r o j e c t t R ft 9 - 6 8 4 
R © f © r © n a e s 4 O 5 ~ 6 6 5

58 Analyses of Gold at $ 7.00 $ 364.00
8u btota1 $ 364.00 $ 364.00

S a m jo 1 e P v e p a r a t i o n
58 Samples of Assay Prep at * 3.00 $ 156.00

1397 Samples of Excessive Wetness at $ 0.80 $ 879.40
1 Sample of Sample Pickup at $18.00 $ 18. 00

Subtotal $ 447.. 40 % 447.40

Miscellsneous Char-t.jes
4% 3„ I), state sales tax $ 17.90
Stf Deadwood city sales tax $ ft.. 95

Subtotal $ 86. ft5 $ 86. ft5

Invoice Tota 1s $ ft3ft.85

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

BC 
BONlfAR-CLEGG 

Bl.:Ulll•I t11XMH--lh t:UHI ·• 
l1m" JI. l'i Hf.ll?l·WI t 
I 1 • 0 • HO X •t b ,.;, 

D UHitMJfJn ,, 
~,/1,s,~ 

,,, Hn" I •,(·", , 1· (itJ I. d 
'> ll t t o t <\ J. 

B ~un p 1 ,:: P ·1 • n r a· ;1. t- 1 , n, 
•~ d ~ "r,i p .l. P u I' ( , < n ~' r , ~ 

~' J> 

~. 
l3'.-}/ )c'\tnp.l.t.:' of I ',l'P. ·.1 V :: I.,) l 1H·· ~+ ,!: 

1. !.H.lll'lpl.e oi' )c\h\fJl r.•1. l·t l $ 1 

!>lllli.n+,\!. 

111 i <:;c !-::• 'I 1,-n·iE:o• 1 • ( h et 1· r, t>. 

4 71. : , .. D • · -t· t. f ··, ·, P l X 

:. '% 1, <-> ~ d !,,J > o d 1. 1 l· , , , l 1 • 

<)tl t, t.t.i ~-

I HV(.) I ( f I (/ l· ,\ I.~ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 





■'Boltdar-flegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-38603.4 ( COMPLETE ) REFERENCE INFO: 665-960

CLIENT: BROHM MINING CORP. 
PROJECT: R89-684

SUBMITTED BY: J. BARRON 
DATE PRINTED: 80-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 59 0,008 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 59 8 -150 59 Assay Prep 60
Excessive Wetness 1867
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
------------------------------------------- MB-- -TTM IrtOPAU----- - - - - - - - - - - - - - - - - - - - - -

INVOICE TO: MR. JIM BARRON

.. Bo • legg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

r 

BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

1 '--1 ____ R_EP_o_RT_: _n_s9_-_J2_6o_J_. 4_ 1 _co_l'I_PL_E_TE __ > _ _ __, REFERENCE INFO: 665-960 

CLIENT: BROHi'! l'IIHING CORP. 
PROJECT: R89-624 

ORDER 

Au 

SAl'IPLE TYPES 

D DRILL CORE 

Gold 

59 

REl'IARKS: Final results are reported. 

REPORT COPIES TO: l'IR, Jil'I BARRON 
--- - -
""· J1n ,ur,nnun 

HUl'IBER OF LOWER 
ANALYSES DETECTION Lll'IIT EXTRACTION 

59 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUl'IBER 

59 

SUBMITTED BY: J. BARRON 
DATE PRINTED: 20-HOV-89 

l'IETHOD 

Fire Assay 

SAl'IPLE PREPARATIONS NUl'IBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

60 
1267 

1 

INVOICE TO: l'IR. Jil'I BARRON 



■•Bohflar^legg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical
Lab Report

02 R89-624-690-695 0,046 02 R89-624-890-895 0.114
02 R89-624-695-700 0.011 02 R89-624-895-900 0.113
02 R89-624-700-705 0.009 D2 R89-624-900-905 0.127
D2 R89-624-705-710 0.014 02 R89-624-905-910 0.071
D2 R89-624-710-715 0.019 D2 R89-624-910-915 0.030

D2 R89-624-715-720 0.010 02 R89-624-915-920 (0.002
02 R89-624-720-725 0.030 02 R89-624-920-925 0.041
02 R89-624-725-730 0.021 02 R89-624-925-930 0.028
02 R89-624-730-735 0.017 02 R89-624-930-935 0.019
02 R89-624-735-740 0.020 02 R89-624-935-940 0.029

02 R89-624-740-745 0.012 02 R89-624-940-945 0.020
02 R89-624-745-750 0.010 02 R89-624-945-950 0.029
02 R89-624-750-755 0.011 02 R89-624-950-955 0.011
02 R89-624-755-760 0.012 02 R89-624-955-960 0.012
02 R89-624-760-765 0.006

02 R89-624-765-770 0.002
02 R89-624-770-775 0.008
02 R89-624-775-780 0.040
02 R89-624-780-785 0.035
02 R89-624-785-790 0.030

02 R89-624-790-795 0.022
02 R89-624-795-800 0.021
02 R89-624-800-805 0.049
02 R89-624-805-810 0.046
02 R89-624-810-815 0.031

02 R89-624-815-820 0.052
02 R89-624-820-825 0.029
02 R89-624-825-830 0.029
02 R89-624-830-835 0.039
02 R89-624-835-840 0.019

02 R89-624-840-845 0.028
02 R89-624-845-850 0.055
02 R89-624-850-855 0.037
02 R89-624-855-860 0.038
02 R89-624-860-865 0.037

1Joh\1ar- , Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

f -

REPORT: D89-32603.4 

SAl'IPLE ELEl'IEHT 
HUKBER UNITS 

D2 R89-624-665-670 
D2 R89-624-670-675 
D2 R89-624-675-680 
D2 R89-624-680-685 
D2 R89-624-685-690 

D2 R89-624-690-695 
D2 R89-624-695-700 
D2 R89-624-700-705 
D2 R89-624-705-710 
D2 R89-624-710-715 

D2 R89-624-715-720 
D2 R89-624-720-725 
D2 R89-624-725-730 
D2 R89-624-730-735 
D2 R89-624-735-740 

D2 R89-624-740-745 
D2 R89-624-745-750 
D2 R89-624-750-755 
D2 R89-624-755-760 
D2 R89-624-760-765 

D2 R89-624-765-770 
D2 R89-624-770-775 
D2 R89-624-775-780 
D2 R89-624-780-785 
D2 R89-624-78S-790 

D2 R89-624-790-795 
D2 R89-624-795-800 
D2 R89-624-800-805 
D2 R89-624-805-810 
D2 R89-624-810-815 

D2 R89-624-815-820 
D2 R89-624-820-825 
D2 R89-624-82S-830 
D2 R89-624-830-835 
D2 R89-624-835-840 

D2 R89-624-840-845 
D2 R89-624-845-850 
D2 R89-624-850-855 
D2 R89-624-855-860 
D2 R89-624-860-865 

Au 
OPT 

0.028 
0.032 
0.015 
0.026 
0.019 

0.046 
0.011 
0.009 
0,014 
0.019 

0.010 
0.030 
0.021 
0.017 
0.020 

0.012 
0,010 
0.011 
0.012 
0.006 

0.002 
0.008 
0.040 
0,035 
0.030 

0.022 
0.021 
0.049 
0.046 
0.031 

0.052 
0.029 
0.029 
0.039 
0,019 

0.028 
0.055 
0.037 
0.038 
0.037 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
D E PRINTED: 20-HOV-89 
P.tOJECT1 R89-624 

SAl'IPLE ELEMENT Au 
HUl'IBER UNITS OPT 

D2 R89-624-865-870 0.035 
D2 R89-624-870-875 0.076 
D2 R89-624-875-880 0.048 
D2 R89-624-880-885 0.056 
D2 R89-624-885-890 0.050 

D2 R89-624-890-895 0.114 
D2 R89-624-895-900 0.113 
D2 R89-624-900-905 0.127 
D2 R89-624-905-910 0.071 
D2 R89-624-910-915 0.030 

D2 R89-624-915-920 (0.002 
D2 R89-624-920-925 0.041 
D2 R89-624-925-930 0.028 
D2 R89-624-930-935 0.019 
D2 R89-624-935-940 0.029 

D2 R89-624-940-945 0.020 
D2 R89-624-945-9SO 0.029 
D2 R89-624-950-955 0.011 
D2 R89-624-955-960 0.012 

Geochemical 
Lab Report 
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BONDARCLEGG

BROHH MINING CHRP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD, BD 
57732

! "Invoice
• ••

i V ; Date

Report No: 
Project s 

v. ,r... Re f erenee s

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

D 0 I, 6 1 6 5 , Page 1

21-NOV 69

1)89 -32803. 4
R89-624
885-960

59 Analyses of Gold at $ 7.00 $ 413.00
Subtotal $ 413.00 $ 413.00

Sample Pveparatiovi
59 Samples of Assay Prep at $ 3.00 $ 177.00

1267 Samples of Excessive Wetness at $ 0.20 $ 253.40
l Sample of Sample Pickup at $12.00 $ 12. 00

Subtotal $ 442.40 $ 442.40

Misce11aneous C h a r ges
4% S. D. state sales tax $ 17.70
BX Deadwood city sales tax $ 6. S5

Subtotal $ 28. 55 $ 28. 55

Invoice Total it $ a a 1.95

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

acr 
BONDAR-CI.EGG 
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Lakewood, Colorado 80228 
(303) 989-1404 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cttiar Dr.
Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: 1)89-32604.4 ( COMPLETE ) REFERENCE INFO: 960-1030

CLIENT: BR0HM MINING C0RP. SUBMITTED BY: J. BARRON
PROJECT: R89-624 DATE PRINTED: 15-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 14 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 14 2 -150 14 Assay Prep 14
Excessive Wetness 300

REMARKS: Final results are reported.

REPORT COPIES TO: MR, JIM BARRON
MR, JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-C~, In<:. 
12980 ~est . ' Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

.- BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32604.4 (COMPLETE> 

CLIENT: BROHM MINING CORP. 
PROJECT: R89-624 

ORDER 

1 Au 

ELEl'IEHT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

NUl'IB~R 

14 

RENARKS: Final results are reported. 

REPORT COPIES TO: l'IR. JIN BARRON 
NR. Jil'I BARRON 

NUl'IBER OF LOWER 
ANALYSES DE ECTIOH LINIT EXTRACTION 

14 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUl'IBER 

14 

REFERENCE INFO: 960-1030 

SUBMITTED BY: J. BARRON 
DATE PRINTED: 15-HOV-89 

PIETHOD 

Fire Assay 

SANPLE PREPARATIONS NUMBER 

Assay Prep 
Excessive Wetness 

14 
300 

INVOICE TO: MR. JIN BARRON 



Geochemical
Lab Report

Bondar-Cfcpg, Inc.
12980 West tfcdar Dr.
Lakewood, Colorado 80228 -*• *
(303) 989-1404

BONDARCLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED: 15-M0M-S9
REPORT: 089-32604.4 PROJECT: R89-624 PAGE 1

SAMPLE ELEMENT flu
NUMBER UNITS OPT '

D2 R89-624-960-965 0.018
D2 R89-624-965-970 0.032
02 R89-624-970-975 0.024
1)2 R89-624-975-980 0.024
D2 R89-624-980-985 0.032

D2 R89-624-985-990 0.050
D2 R89-624-990-995 0.055
D2 R89-624-995-1000 0.046
D2 R89-624-1000-1005 0.021
02 R89-624-1005-1010 0.034

Bondar-Clevl(, Inc. 
12980 ~est Dr. 
Lakt!wood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32604.4 

_,. .... 

SAl'IPLE ELEl'IEHT 
HUl'IBER UNITS 

D2 R89-624-960-965 
D2 R89-624-965-970 
D2 R89-624-970-975 
D2 R89-624-975-980 
2 R89-624-980-985 

D2 R89-624-985-990 
D2 R89-624-990-99 
2 R89-624-99 -1000 

D2 R89-624-1000-1005 
D2 R89-624-1005-1010 

D2 R89-624-1010-1015 
D2 R89-624-1015-1020 
D2 R89-624-1020-1025 
D2 R89-624-1025-1030 

Au 
OPT 

0.018 
0.032 
0.024 
0.024 
0.032 

0.050 
0.055 
0.046 
0.021 
0.034 

0.03 
0.025 
0.028 
0.034 

BC 
BONDAR-ClEGG 

A DI\ ISION OF INCHCAPE: INSPECTIO, & TESTl'-<G SER\ ICES 
DATE PRINTED: 15-HOV-89 

I PROJECT: R89-624 

Geochemical 
Lab Report 

PAGE 1 J 
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BONDARCLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROIIM MINING CORP 
MR. JIM BARRON 
P.O. BOX 485 
DEAD WO 01), BD 
57732

. f*v*Sv/4*«r'*j* ^ \

Invoice r.

Date

Report Nor. 
Project :: 
Reference s

DO16098, Page 1

2.1.-NOV-89

1)89-32604.4
R89-624
960-1030

14 Analyses of Gold 
Subtota1

at * 7.00 * 98.00
* 98.00 % 98. 00

0 a ra p 1 e P r e p a r a t i o n
14 Samples of Assay Prep 

300 Samples of Excessive Wetness 
Subtotal

Mis ce11an eous Ch arg &s
4% S.D. state sales tax 
2% Deadwood city sales tax 

Subtotal

at $ 3.00 $ 42.00
at $ 0.20 $ 60.00

* 102.00 * 102.00

<f. 4.08
$ 2.04
* 6.12 $ 6.12

Invoice Totals 206.12 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

' 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakeweod; Coldfado 80228

(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32607.4 ( COMPLETE ) REFERENCE INFO: 1030-1105

CLIENT: BR0HM MINING C0RP. SUBMITTED BY: J. BARRON
PROJECT: R89-6S4 DATE PRINTED: 17-N0V-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 15 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 15 2 -150 15 Assay Prep 15
Excessive Wetness 365

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
NR. JIM BARRON

INVOICE TO: HR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Ced'lf Dr. 
Lak , Col do 80228 
(303) 989-1404 BC 

BONDAR·CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: 089-32607.4 ( COi.l>LETE) 

CLIENT: BROHN "INING CORP. 
PROJECT: R89-624 

ORDER 

1 Au 

ELE~T 

Gold 

SA"PLE TYPES 

D DRILL CORE 

NU"BER 

15 

R~ARKS: Final results are reported. 

REPORT COPIES TO: "R. JI" BARRON 
"R. JI" BARRON 

NU"BER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

15 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NU"BER 

15 

REFERENCE INFO: 1030-1105 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 17-NOV-89 

"ETHOD 
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SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-624-1030-1035 0.034
D2 R89-624-1035-1040 0.080
D2 R89-624-1040-1045 0.103
D2 R89-824-1045-1050 0.031
D2 R89-824-1050-1055 0.019

D2 R89-624-1055-1060 0.022
D2 R89-624-1080-1065 0.012
D2 R89-624-1065-1070 0.025
D2 R89-624-1070-1075 0.013
D2 R89-624-1075-1080 0.020

D2 R89-824-1080-1085 0.015
D2 R89-624-1085-1090 0.010
D2 R89-624-1090-1095 0.008
D2 R89-624-1095-1100 0.011
D2 R89-624-1100-1105 0.008
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REPORT: D89-32607.4 

SAtlPLE ELEIIEHT 
HUNBER UNITS 

D2 R89-624·1030-1035 
D2 R89-624-1035-1040 
D2 R89-624-1040-1045 
D2 R89-624-1045-10SO 
D2 R89-624-1050-1055 

D2 R89-624-1055-1060 
D2 R89-624-1060·1065 
D2 R89-624-1065-1070 
1)2 R89-624-1070-1075 
D2 R89-624-1075-1080 

D2 R89-624-1080-1085 
1)2 R89-624-1085-1090 
D2 R89-624-1090-1095 
D2 R89-624-1095-1100 
1)2 R89-624-1100-1105 

Au 
OPT 

0.034 
0.060 
0.103 
0.031 
0.019 

0.022 
0.012 
0.025 
0.013 
0.020 

0.015 
0.010 
0.008 
0.011 
0.008 
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Bondar-Clegg, Lnc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Invoice s D0161B9, Page 1 
BROHM MINING CORP. • i> T

MR. JIM BARROW Date '■ ' ■:: 8:l--NO0~89
P.O. BOX 4ft5
DEAD WOOD, BD Report Nos D89-38607. 4
57738 Project s RS9--624

Re f e r & n ces 1030• 1 :l 0 S

15 Analyses of Gold at % 7.00 $ 105.00
Subtotal. $ 105.00 $ 105.00

Samp1e Prepara tion
15 Samples of Assay Prep at * 3. 00 * 45.00

365 Samples of Excessive Wetness at $ 0.80 * 73.00
Subtotal $ lift.00 f. lift.00

Miscellaneous Charqes
4X B.D. state sales tax $ 4.78
S% Deadwood city sales tax $ 2. 36

Subtotal $ 7. Oft * 7.0ft

Invoice Iota 1 $ 830.0ft U
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A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32611.4 ( COMPLETE ) REFERENCE INFO: 1105-1200

CLIENT: BROHH MINING C0RP. SUBMITTED BY: J. BARRON
PROJECT: R89-624 DATE PRINTED: 28-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 19 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 19 2 -150 19 Assay Prep 19
Excessive Wetness 408
Saaple Pickup 1

REMARKS: Final results are reported.
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CLIENT: BROHN NINIHG CORP. 
PROJECT: R89-624 

ORDER 

1 Au 

ELENENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

HUNBER 

19 

RENARKS: Final results are reported. 
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HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

19 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUIIBER 

19 

REFERENCE INFO: 1105-1200 

SUBNITTED BY: J. BARROM 
DATE PRINTED: 28-HOV-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS HUNBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

19 
408 

1 
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DATE PRINTED; 28-NDV-89

REPORT: 089-32611.4 PROJECT: R89-624 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-624-1105-1110 0.007
D2 R89-624-1110-1115 0.008
D2 R89-624-1115-1120 0.009
D2 R89-624-1120-1125 0.009
D2 R89-624-1125-1130 0.008

D2 R89-624-1130-1135 0.017
D2 R89-624-1135-1140 0.007
D2 R89-624-1140-1145 0.011
D2 R89-624-1145-1150 0.012
D2 R89-624-1150-1155 0.018

02 R89-624-1155-1160 0.048
02 R89-624-1160-1165 0.008
02 R89-624-11&5-1170 0.009
02 R89-624-1170-1175 0.009
02 R89-624-1175-1180 0.008

02 R89-624-1180-1185 0.013
02 R89-624-1185-1190 0.014
02 R89-624-1190-1195 0.003
02 R89-624-1195-1200 0.002

Bondar-Clegg, 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32611.4 

SAKPLE ELEKEHT 
HUKBER UHITS 

D2 R89-624-1105-1110 
D2 R89-624-1110-1115 
D2 R89-624-1115-1120 
D2 R89-624-1120-1125 
D2 R89-624-1125-1130 

D2 R89-624-1130-1135 
D2 R89-624-1135-1140 
D2 R89-624-1140-1145 
D2 R89-624-1145-1150 
D2 R89-624-1150-1155 

D2 R89-624-1155-1160 
D2 R89-624-1160-1165 
D2 R89-624-1165-1170 
D2 R89-624-1170-1175 
D2 R89-624-1175-1180 

D2 R89-624-1180-1185 
D2 R89-624-1185-1190 
D2 R89-624-1190-1195 
D2 R89-624-1195-1200 

Au 
OPT 

0.007 
0.008 
0.009 
0.009 
0.008 

0.017 
0.007 
0,011 
0.012 
0.018 

0.048 
0.008 
0.009 
0.009 
0.008 

0.013 
0.014 
0.003 
0.002 
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BONDAR-CLEGG

BK'OHi'l MINING CORP 
MR. JIM BARRON 
P.O. BOX 485

Invoice S-D01G861, Page' 1

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Date a 30"N0U“89

DEADWOOD, SD
57732

Re pott Hos 1)89™386 11.4
P r a j e c t * * 4 R 8 9 - G 2 4
Ref e t & vi c e s M 0 5 •••• 1800

.19 Ana lyses of Go I d at $ 7.00 it 133.00
Subtotal $ 133.00 $ 133.00

Samp1e P re pa va tio n
19 Samp 1 es of Assay Prep at $ 3.00 $ 57.00

408 Samples of Excessive Wetness at $ o.ao $ 81. GO
:!. Sample of Sample Pickup at $18.00 $ 18. 00

Subtota1 % ISO.GO $ ISO.GO

M i s c e 11 a neo u s G h a r tj e s
4% S.D. state sales tax % 0

"
-

3 c

S.% Dead wood city sales tax $ 3.01
Bubtota1 $ 9.03 $ 9.03

Invoice i fca 1 % 292.63 u.s.

THIS IS A PROFESSIONAL SERVICE
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